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Mr. Bob Lombard,  
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2990 Mesa Verde Drive,  
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SUMMARY REPORT OF SAMPLING FLOOR MATERIALS FOR ASBESTOS 
 
INTRODUCTION 
On March 12, 2021 Environmental Assistance Group represented by Ed Kennedy, 
Certified Asbestos Consultant (CAC) and Perry Robey, collected samples of non-friable 
miscellaneous flooring materials from Corona Del Mar High School 2101 Eastbluff Drive 
Newport Beach, California 92660, in the Newport Mesa Unified School District. The 
sampling was requested for the Kitchen rooms because flooring materials replacement 
was expected to be scheduled. 
 
METHOD 
The sampling method included cutting or scraping off representative samples of vinyl 
asbestos floor tile and mastic or just mastic, (mostly under carpet) as well as vinyl base 
and mastic. All samples were placed in leak tight containers and transported to a NVLAP 
and DHS certified laboratory, SGS Forensic Laboratories in California, for analysis by 
Polarized Light Microscopy (PLM).  After analysis, the results were provided for inclusion 
in this report. 
 
RESULTS 
The analyses showed that in the student serving room and storeroom where 9”x9” floor 
tile is present, there is 3% chrysotile asbestos in the tile and mastic. In the Snack Bar 
where blue 12’x12’ floor tile is present; the black mastic underneath contains 2% 
chrysotile asbestos. The samples collected of the white 12’x12’ floor tile and mastic in the 
main kitchenwere none detected (ND) for asbestos and the rooms considered not to have 
asbestos containing flooring materials. 
 
RECOMMENDATION 
Disturbance of the flooring materials with asbestos content greater than one tenth of a 
percent including removal of the floor tile, black mastic on the concrete floors, must be 
accomplished by certified asbestos workers in accordance with a CAC prepared Project 
Design.  
 
 
 
Eldwin “Ed” Kennedy, CAC 93-1249, CLP 4092                            
Attachments: Homogeneous Area/Sampling Reports, Forensic Analytical Bulk Asbestos 
Analysis Report and Chain of Custody Forms
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HOMOGENOUS AREA/SAMPLING FORM 
ASBESTOS 
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          179 Niblick Rd. #401 
          Paso Robles, CA 93446 
CLIENT:   NMUSD         Office:  805-286-4921 
 
DATE:   3-12-21    SITE:  Corona Del Mar H.S.   PROJECT #    NMCDM321    

SAMPLED:    3-12-21         CERT/CAC #:   93-1249       

INSPECTOR: Eldwin “Ed” Kennedy Signature:   

 

HA SAMPLE 
# 

HOMOGENOUS 
MATERIAL 

CONDI-
TION 

LOCATION/ 
SURFACE 

BLDG/ 
SUITE 

RM/# SAMPLE 
LOCATION 

AMT 

1 NMCDM321-1 Brown 9x9VAT/ 
mastic 

Damaged Floors over 
concrete 

Kitchen Storeroom 8’ from W. wall, 
4’ from E. wall 

350 sf 
Tile 3% 

Mastic 3% 
 

1 NMCDM321-2 9x9 VAT/mastic 
 

Damaged Floors over 
concrete 

Kitchen Student 
Serv. Rm. 

5’ from S. wall, 
1.5’ from E. wall 

250 sf 
Tile 3% 

Mastic 3% 

2 NMCDM321-3 Gray 4” vinyl base/ 
mastic 

Damaged Lower wall Kitchen Storeroom 2’ from W. wall 
On E. wall 

65 lf 
ND 

2 NMCDM321-4 Brown 4” vinyl 
base/mastic 

Damaged Lower wall on 
brick 

Kitchen Student 
Serv. Rm. 

5’ from W. wall on 
S. wall 

60 lf 
ND 

3 NMCDM321-5 Blue 12x12 VFT/ 
some black mastic 

Damaged Floors over 
concrete 

Kitchen Snack Bar 12’ from N. wall, 
6” from E. wall 

700 sf 
Mastic 2% 

4 NMCDM321-6 White 12x12 VFT – 
no black mastic 

Damaged Floors over 
concrete 

Kitchen Kitchen 3’ from W. wall, 
1’ from N. wall 

1012 sf 
ND 

4 NMCDM321-7 White 12x12 VFT – 
no black mastic 

Damaged Floors over 
concrete 

Kitchen Kitchen 15’ off E. wall, front 
of S. wall sinks 

ND 

   
 

      

   
 

      

   
 

      

   
 

      

   
 

      

   
 

      

   
 

      

   
 

      

   
 

      

 
 
 







 


