Third-Party Lead Clearance Testing Report

Performed On: August 22, 2025, 12:40 PM
and August 26, 2025, 12:17 PM

Site:
Escuela Vieau Public School (390)
823 South Fourth Street
Milwaukee, WI 53204

Owner:
Milwaukee Public Schools

Lead Safe Renovator:
Sanchez Painting — DHS Certification #: 1555970
424 West Galena Street
Milwaukee, W1 53212
LSR Supervisor: Ishmael Santiago — DHS Certification #: LAS2507x973638

Clearance Performed By:

Richard Niemoeller, DHS Certification #: LRA-253593
Jason Drews, DHS Certification #: LRA-301687
The Sigma Group, Inc.

1300 West Canal Street
Milwaukee, WI 53233
Ph. 414-643-4200
DHS Lead Company Certification #: 17570
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1. LEAD PAINT STABILIZATION / RENOVATION SCOPE OF WORK

As communicated by Milwaukee Public Schools (MPS), interim control/renovation work performed by the
lead safe renovation (LSR) contractor was completed in August 2025. The renovation work generally
addressed the following:

Paint Hazards
e Windows — Interim controls applied to deteriorated interior casings and sills.
e Walls — Interim controls applied to deteriorated walls.

Dust Hazards
e Windows — Interior sills cleaned throughout the dwelling.
e Floors — Interior floors cleaned throughout the dwelling.

2. VISUAL INSPECTION OF THE INTERIOR

It is Sigma’s understanding that, following the completion of renovation activities, the LSR firm completed
a visual clearance for quality of work, cleanliness, post cleaning verification color card test in accordance
to Wis. Admin. Code § DHS 163.14(11)(L). After passing the visual and verification tests, MPS staff
completed enhanced cleaning in accordance with their Lead Dust Cleaning Standard Operating Procedure
(SOP). Following the enhanced cleaning by MPS staff, MPS management conducted a quality and
cleanliness visual inspection of the school. Upon passing the MPS quality and cleanliness visual inspection
of a school, MPS, in coordination with the Milwaukee Health Department (MHD), directed Sigma to
perform the visual and dust wipe clearance inspections.

Prior to clearance sample collection, Sigma conducted visual inspections throughout occupied areas
including but not limited to DHS 163 and non-DHS 163 spaces (e.g., classrooms, offices, bathrooms,
storage rooms, hallways, and other interior school areas) during the initial event on August 22, 2025, and
a resampling event on August 26, 2025.

While limited areas of deteriorated paint (e.g., cracking, flaking, chipping, and/or peeling) were observed;
based on information provided by MPS and the LSR SOP, it was understood that the stabilization and
cleaning activities of applicable accessible LBP surfaces had been completed prior to clearance. No visible
dust, debris, or paint chips were observed on floors or other horizontal surfaces within or adjacent to the
areas sampled.

3. VISUAL INSPECTION OF THE EXTERIOR

No exterior visual inspection nor testing was completed by Sigma.

4, LEAD CLEARANCE TESTING SCOPE OF WORK

The third-party dust-wipe clearance protocol was performed at select MPS schools where renovation and
repair work were completed in Summer 2025. Sigma personnel were instructed, as relayed verbally by
the MHD in a meeting on Tuesday August 12, 2025, to follow the following specified protocol for dust
wipe clearance sampling that was developed by MHD and MPS personnel.

Initial Clearance Testing
Dust-wipe samples were collected in accordance with Wis. Adm. Code § DHS 163.14(5)(c) and the
specifications outlined by MPS and MHD, following Appendix 13.1, Wipe Sampling of Settled Dust for Lead
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Determination, found in the U.S. Department of Housing and Urban Development (HUD) Guidelines for
the Evaluation and Control of Lead-Based Paint Hazards in Housing, using disposable template guides,
pre-moistened wipes, gloves, and documented sample handling and chain-of-custody procedures.

Specifically, dust wipe clearance sampling was completed in:

e Atleast four classrooms on each building level.

e Kindergarten classrooms with additional focus on special needs rooms and spatially across the
building level (kindergarten and special needs rooms were identified in the field based on
discussions with the school Engineer and on the size and type of furniture/equipment observed).

e Agirls’ and boys' bathroom on each floor.

e Corridors with sample locations focused on corridor intersections, ends, and lower stairwell
landings.

The field collection of settled dust samples using wipe sampling methods is used to determine the
presence of lead dust hazards on floors, windowsills, and window troughs in a child-occupied structure.
The laboratory results were interpreted according to Wis. Adm. Code § DHS 163.14(5)(c)8 to meet the
following clearance standards: less than (<) 10 micrograms per square foot (ug/ft?) on floors, < 100 ug/ft?
on windowsills, < 100 pg/ft? in window troughs, and < 40 pg/ft? on exterior porches.

Follow-up Clearance Testing — Following Failure of a Clearance Limit on a Building Surfaces
Additional directions for dust-wipe clearance re-sampling were provided on August 20, 2025, by MPS in
consultation with MHD and included the following:

e The building surfaces (floor or sill) that failed.
e The same building surfaces in three adjacent or nearby rooms to obtain a total of four samples

Initial and resampled lead wipes were analyzed by:

BATTA Laboratories, LLC
Delaware Industrial Park

6 Garfield Way, Newark, DE 19713
Ph. 302-737-3376

Accreditation ID: LAP-100448

5. SUMMARY OF RESULTS

The initial clearance sampling event was conducted on August 22, 2025, and included 45 dust-wipe
samples collected throughout select classrooms, offices, bathrooms, storage rooms, hallways, and other
interior school areas in accordance with Wisconsin DHS 163 and the specified MPS/MHD protocol.

Laboratory analysis identified lead-dust hazards within seven floor samples (Room 004B, Corridor G-2
South, Corridor G-2 North, Room 010C, Corridor 1-2 South, Corridor 2-1 South, and Room 033), each
exceeding the 10 pg/ft? floor clearance standard. Upon receipt of the results, it is our understanding that
the Owner notified the contractor to re-clean the failed building surfaces as well as the same surfaces in
untested adjacent rooms.

A re-cleaning verification (resampling) event was conducted on August 26, 2025, to retest the seven
previously failed locations. A total of 16 dust-wipe samples were collected in accordance with Wisconsin
DHS 163 and the specified MPS/MHD protocol: seven samples from previously failed locations (Room
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004B, Corridor G-2 South, Corridor G-2 North, Room 010C, Corridor 1-2 South, Corridor 2-1 South, and
Room 033) and nine samples from adjacent floor locations (Rooms 009, 013,011, 024, 027, 028, 030, 031,
and 032).

Laboratory results indicate that two of the seven previously failed locations (Corridor G-2 South and
Corridor G-2 North) met the clearance requirements of DHS 163.14(5)(c). However, the remaining five
previously failed locations (Room 004B, Room 010C, Corridor 1-2 South, Corridor 2-1 South, and Room
033) contained lead-dust concentrations greater than the 10 pg/ft? clearance standard.

Sigma was not instructed to perform additional retesting beyond the August 26, 2025, resampling event.
Because these locations did not meet the clearance standard, additional cleaning and subsequent
clearance testing were recommended prior to occupancy.

The attached Appendix A provides a summary of the sample locations, surface types, laboratory detected
lead concentrations, regulatory clearance levels, and pass/fail results. Notes regarding units, sampling
notation, and applicable DHS 163 regulatory clearance levels are also included. The laboratory results are
provided in Appendix B. The school floor plan showing sample locations is included in Appendix C, and
the inspectors’ certifications are provided in Appendix D.

6. QUALIFICATIONS OF REPORT

The clearance examination and associated sampling described above were conducted in accordance with
the requirements of Wis. Admin. Code DHS 163 and applicable MPS/MHD protocols. The findings
presented herein represent the condition of tested surfaces only at the time of sample collection and do
not guarantee that lead dust hazards will not recur due to future activities, deterioration, or disturbance
of lead-based paint or lead-containing materials. This clearance examination was conducted to determine
whether lead dust was present on the floors and/or window sills within the areas subject to clearance
testing in this child-occupied facility.

Floors and window sills not specifically mentioned in this report were not evaluated. Specifically, Sigma
was instructed to not collect dust-wipe samples from:

e Window sills higher than a 6-year old child could reach.

e Stairwells, faculty rooms and bathrooms, and offices.

e Mechanical, electrical, boiler, and storage rooms, data closets, attics, and/or plumbing chases.
e Window troughs.

e Radiators.

e The exterior (including building components and soil).

The results are limited to the areas and components sampled and do not constitute a determination that
the entire property is lead-free or that future conditions will remain free of lead dust hazards.

7. MONITORING / MAINTENANCE

New hazards may arise from renovation, deterioration, or other activities; ongoing monitoring and
maintenance are recommended. Regular ongoing monitoring, maintenance and visual inspection should
be conducted to identify any areas of new deterioration. This may be done by the building owner or a
certified risk assessor or hazard investigator. Close attention should be given to areas that received interim
control measures, enclosure or encapsulation. New lead hazards may develop over time. Document any
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new deterioration, rot, and substrate or component failure. These conditions should be corrected
promptly using approved lead-safe work practices as part of an ongoing property maintenance program.

8. DISCLOSURE REQUIREMENT

A copy of this summary must be provided to new lessees (tenants) and purchasers of this property under
Federal Law Section 1018 of Title X before they become obligated under a lease or sales contract. The
complete report must also be provided to new purchasers and be made available to new tenants.
Landlords (lessors) and sellers are also required to distribute an educational pamphlet and include
standard warning language in their leases or sales contracts to ensure that parents have the information
they need to protect their children from lead-based paint hazards.

9. CERTIFICATION STATEMENT

| certify that this clearance examination was conducted following the dust-wipe sampling methodology
outlined in Appendix 13.1 of the U.S. Department of Housing and Urban Development (HUD) Guidelines
for the Evaluation and Control of Lead-Based Paint Hazards in Housing and the specifications provided by
MPS and MHD. Based on visual inspection and laboratory analysis of dust-wipe samples, select areas
subject to this clearance examination have not passed in accordance with the clearance values and
interpretation criteria specified in Wis. Adm. Code § DHS 163.14(5)(c)8.

Clearance Investigator: _Richard Niemoeller

Signature: /Q /OWW//;L\ Date: September 9, 2025

Clearance Investigator: _Jeremiah Hayes

AW Y4

Signature: \L Date: September 9, 2025
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Lead Dust Wipe Sample Results




Lead
Renovation
Site:

Site Address:

Inspection Type Clearance - Lead Dust Wipe

JCP Construction LLC

LEAD INVESTIGATION DUST WIPE SAMPLE RESULTS
MILWAUKEE PUBLIC SCHOOLS

Sigma Project #: 24270

390 - Vieau K-8 School

Sample Date: 8/22/25

823 S Fourth Street, Milwaukee

Risk Assessor: Rich Niemoeller

Resample Date: 8/26/25

Risk Assessors: Jason Drews & Jeremiah Hayes

Surface Type Wipe Sample Detected Lead Concentration DHS Regulatory
Sample No. Description (ug/ftr2) Clearance Level
" 2ya,b,c
Floor ers1iclllow 8/22/25 Pass/Fail 8/26/25 Pass/Fail (ug/ft')
Corr3-2S Corridor 3-2 South Floor X <5 Pass -- -- 10
Corr3-1S Corridor 3-1 South Floor X <5 Pass -- -- 10
Corr3-1N Corridor 3-1 North Floor X <5 Pass -- -- 10
039S Room 039 Sill X 7.4 Pass -- -- 100
039F Room 039 Floor X <5 Pass -- -- 10
038F Room 038 Floor X <5 Pass -- -- 10
032F Room 032 Floor X <5 Pass <5 Pass 10
032S Room 032 Sill X <5 Pass -- -- 100
031S Room 031 Sill X <5 Pass -- -- 100
031F Room 031 Floor X <5 Pass <5 Pass 10
033S Room 033 Sill X <5 Pass -- -- 100
033F Room 033 Floor X 13 Fail 36 Fail 10
Corr2-1S Corridor 2-1 South Floor X 13 Fail 12 Fail 10
Corr2-2S Corridor 2-2 South Floor X <5 Pass -- -- 10
Corr 2-2N Corridor 2-2 North Floor X <5 Pass -- -- 10
025S Room 025 Sill X 5.9 Pass -- -- 100
025F Room 025 Floor X <5 Pass -- -- 10
029BF Room 029B Floor X <5 Pass -- -- 10
023S Room 023 Sill X 5 Pass -- -- 100
023F Room 023 Floor X <5 Pass -- -- 10
021S Room 021 Sill X <5 Pass -- -- 100
021F Room 021 Floor X <5 Pass -- -- 10
029S Room 029 Sill X 11 Pass -- -- 100
029F Room 029 Floor X <5 Pass -- -- 10
Corr1-1S Corridor 1-1 South Floor X <5 Pass -- -- 10
Corr1-2S Corridor 1-2 South Floor X 15 Fail 14 Fail 10
Corr1-2 N Corridor 1-2 North Floor X <5 Pass -- -- 10
012S Room 012 Sill X <5 Pass -- -- 100
012F Room 012 Floor X <5 Pass -- -- 10
011F Room 011 Floor X <5 Pass <5 Pass 10
011S Room 011 Sill X 10 Pass -- -- 100
010CF Room 010C Floor X 13 Fail 13 Fail 10
010F Room 010 Floor X <5 Pass -- -- 10
010S Room 010 Sill X <5 Pass -- -- 100
010CS Room 010C Sill X 13 Pass -- -- 100
019S Room 019 Sill X <5 Pass -- -- 100
019F Room 019 Floor X <5 Pass -- -- 10
Corr G-2N Corridor G-2 North Floor X 16 Fail 8.3 Pass 10
Corr G-2S Corridor G-2 South Floor X 33 Fail 6.2 Pass 10
Corr G-1S Corridor G-1 South Floor X <5 Pass -- -- 10
001E F Room 001E Floor X <5 Pass -- -- 10
009B F Room 009B Floor X <5 Pass -- -- 10
003F Room 003 Floor X <5 Pass -- -- 10
004F Room 004 Floor X 7.3 Pass -- -- 10
004B F Room 004B Floor X 26 Fail 39 Fail 10
009F Room 009 Floor X -- -- <5 Pass 10
013F Room 013 Floor X -- -- <5 Pass 10
027F Room 027 Floor X -- - 7.2 Pass 10
024F Room 024 Floor X -- - 5.1 Pass 10
028F Room 028 Floor X -- -- <5 Pass 10
030F Room 030 Floor X -- -- <5 Pass 10
Notes:

ft* = cubic feet; ug/ft2 = micrograms per square foot
-- =no sample collected
DHS 163 - Wisconsin Department of Heath Services Ch. 163 Certification for the Identification, removal, and reduction of lead-based paint
a. DHS 163 Regulatory Clearance Levels DHS 163.14(5)(c)8.a. = 10 pg/ft2 on an interior floor.

b. DHS 163 Regulatory Clearance Levels DHS 163.14(5)(c)8.b. = 100 pg/ft2 on an interior windowsill.

c. DHS 163 Regulatory Clearance Levels DHS 163.14(5)(c)8.c. = 100 pg/ft2 on window wells or troughs.
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Dedicated to a Cleaner
Environment Since 1982 a a
i LARORATORIES

BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD - .
NY ELAP# 11993 Philadelphia, PA Lab Code: 101032-D

PCM, PLM, TEM & LEAD Web: http://iwww battaenv.com

E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

610 oot

Report#: RP25082304
Project Number: 250823003
Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025
Project Location: = 823 South 4th St. Milwaukee, WI Sampled By: Client
Analyte Requested: Lead Date Received: 08/23/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/23/2025
Matrix: Wipe Date Report Issued: 08/23/2025
Reporting
Lab Client e Sampled .
Sample Description Sample Location Hg / sample ug/ft2 Limit
Sample # Sample ID Area (ft2) (ug/sample)
250823003.0 CORRS3- Corridor 3-2 South Flr. 1.00 <5 <5 5
01 28F
e aols O CORRS Corridor 3-1 South Flr. 1.00 <5 <5 5
02 1SF
2 RS O CORES Corridor 3-1 North Fir. 1.00 <5 <5 5
03 INF
2508230030 o3gs Room 039 st. 1.01 7.50 7.40 5
2508230030 gaor Room 039 Fir. 1.00 <5 <5 5
2508230030 gagr Room 038 Fir. 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Resuits relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceplabte condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report mustrfot be reproduced without the
written approval of BATTA Laboratories.

Batta Lab strives on customer feedback to improve the quality of our services. Please e-mail your feedback to feedbg " gt

Analyst: ___Sarah Hopkins End of Report  QA/QC B¥: O
.C. “rewis (QA/QC Officer)
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Dedicated to a Cleaner b att a - EPALab ID m:;om
Environment Since 1982 > \ &4 ’ N N
LABORATORIES Ki ‘Y

BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way AT
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD -
NY ELAP# 11993 Philadelphia, PA Lab Code: 101032-D

PCM, PLM, TEM & LEAD Web: http:/iwww.battaenv.com

E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

Report#: RP25082304

Project Number: 250823003

Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025

Project Location: 823 South 4th St. Milwaukee, WI Sampled By: Client

Analyte Requested: Lead Date Received: 08/23/2025

Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/23/2025

Matrix: Wipe Date Report Issued: 08/23/2025

Reporting
Lab Client . . Sampled
Sample Description Sample Location ug / sample Hg/ft2 Limit

Sample # Sample ID Area (ft2) (Hglsample)
2508250030 g30r Room 032 Fir. 1.00 <5 <5 5
2508280030 o325 Room 032 St. 1.00 <5 <5 5
2508230030 o315 Room 031 St. 1.01 <5 <5 5
2220030, 031F Room 031 Fir. 1.00 <5 <5 5
2508230030 4335 Room 033 St. 1.00 <5 <5 5
2508230030 g33r Room 033 Fir. 1.00 13.00 13.00 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acgeptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must not be reproduced without the
written approval of BATTA Laboratories. f,

4

/

O

Analyst: Sarah Hopkins End of Report QA/QCB ]
wis (QA/QC Officer)

e
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Dedicated to a Cleaner
Environment Since 1982 a a /f
BATTA LABORATORIES, LLC ;

Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD - e
NY ELAP# 11993 Philadelphia, PA Lab Code: 101032-D

PCM, PLM, TEM & LEAD Web: hitp://www.battaenv.com

E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

“bip neov®

Report#: RP25082304
Project Number: 250823003
Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025
Project Location: 823 South 4th St. Milwaukee, Wi Sampled By: Client
Analyte Requested: Lead Date Received: 08/23/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/23/2025
Matrix: Wipe Date Report Issued: 08/23/2025
Reporting
Lab Client i . Sampled .
Sample Description Sample Location ug / sample pglift2 Limit
Sample # Sample ID Area (ft2) (Mg/sample)
290829008 0T CORES Corridor 2-1 South Fir. 1.00 13.00 13.00 5
13 1SF
L P IR e Corridor 2-2 South Fir. 1.00 <5 <5 5
14 2SF
250823003 O CORR2, Corridor 2-2 North Fir. 1.00 <5 <5 5
15 2NF
2508230030 g5 Room 025 st 1.02 6.00 5.90 5
2508230030 gosr Room 025 Fir. 1.00 <5 <5 5
2508230030 g208F Room 0298 Fir. 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the fotlowing levels: Floors not to exceed
10 ug/sq ft, window sifls not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report musttiot be reproduced without the
written approval of BATTA Laboratories.

Batta Lab strives on customer feedback to improve the quality of our services. Please e-mail your feedback to feedbac

Analyst: Sarah Hopkins End of Report QA/QC B

attaenv.com.

A
is (QAYQC Officer)
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BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD - )
NY ELAP# 11993 Philadelphia, PA Lab Code: 101032-D

PCM, PLM, TEM & LEAD Web: http://iwww.battaenv.com

E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

Dedicated to a Cleaner S E L ID #DE004
Environment Since 1982 { a // - ‘:_
] 8 i 4: € P
L i

R d

Report#: RP25082304
Project Number: 250823003
Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025
Project Location: 823 South 4th St. Milwaukee, WI Sampled By: Client
Analyte Requested: Lead Date Received: 08/23/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/23/2025
Matrix: Wipe Date Report Issued: 08/23/2025
. Reporting
Lab Client . Sampled -
Sample Description Sample Location Hg / sample Ho/ft2 Limit
Sample# Sample ID Area (ft2) (hglsample)
2508";36003'0 023s Room 023 st 1.04 5.20 5.00 5
2508%?)003‘0 023F Room 023 Fir. 1.00 <5 <5 5
250822‘"1003'0 021 Room 021 sti. 1.00 <5 <5 5
2508223003'0 021F Room 021 Fir. 1.00 <5 <5 5
2508223003'0 029S Room 029 st 1.01 11.00 11.00 5
2508223003'0 020F Room 029 Fir. 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must not be reproduced without the
written approval of BATTA Laboratories.

Analyst: Sarah Hopkins End of Report
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Dedicated to a Cleaner |
Environment Since 1982 a a
171 LABORATORIES

BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD -
NY ELAP# 11993 Philadelphia, PA Lab Code: 101032-D

PCM, PLM, TEM & LEAD Web: http://www.battaenv.com

E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

{3815 g1000®

Report#: RP25082304

Project Number: 250823003

Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025

Project Location: 823 South 4th St. Milwaukee, WI Sampled By: Client

Analyte Requested: Lead Date Received: 08/23/2025

Method Test Method: NIOSH 8100 / NIOSH 7082 Date Analyzed: 08/23/2025

Matrix: Wipe Date Report Issued: 08/23/2025

Reporting
Lab Client i . Sampled .
Sample Description Sample Location ug / sample Ho/ft2 Limit

Sample# Sample ID Area (ft2) (Mg/sample)
250823003.0 CORR1- .

25 1SF Corridor 1-1 South Fir. 1.00 <5 <5 5
029008 Oy CORRY- Corridor 1-2 South Fir. 1.00 15.00 15.00 5

26 2SF
250823003.0 CORR1- )

27 ONF Corridor 1-2 North Flr. 1.00 <5 <5 5
2508230030 p12s Room 012 S, 1.01 <5 <5 5
2508230030 g12¢ Room 012 Fir. 1.00 <5 <5 5
2508230030 o14f Room 011 Fir. 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window silis not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window silis not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must not be reproduced without the

written approval of BATTA Laboratories.
- /
anae@/\l
/

=4
‘ewis (QA/QC Officer)

Batta Lab strives on customer feedback to improve the quality of our services. Please e-mail your feedback to feedback

Analyst: Sarah Hopkins End of Report QA/QC

Page S of 8



Dedicated to a Cleaner
Environment Since 1982

NY ELAP# 11993
PCM, PLM, TEM & LEAD

batta

LARORATORIES

BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbla, MD -
Philadelphia, PA

Web: hitp://www.battaenv.com
E-mail: battaenv@battaenv.com

Lab Code: 101032-D

REPORT OF ANALYSI

»

Report#: RP25082304

Project Number: 250823003

Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025

Project Location: 823 South 4th St. Milwaukee, WI Sampled By: Client

Analyte Requested: Lead Date Received: 08/23/2025

Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/23/2025

Matrix: Wipe Date Report Issued: 08/23/2025

Reporting
Lab Client . . Sampled
Sample Description Sample Location pg / sample uglft2 Limit

Sample # Sample ID Area (ft2) (Hg/sample)
2508230030 o115 Room 011 St. 1.00 10.00 10.00 5
2508230030 p10cF Room 010C Fir. 1.00 13.00 13.00 5
2508230030 910F Room 010 Fir. 1.00 <5 <5 5
2508230030 108 Room 010 St. 1.04 <5 <5 5
2508230030 p10cs Room 010C s, 1.00 13.00 13.00 5
2508230030 g195 Room 019 st. 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality contro! results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmentai agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must not be reproduced without the
written approval of BATTA Laboratories.

Analyst:

Sarah Hopkins

Page 6 of 8




Dedicated to a Cleaner
Environment Since 1982 a a
LARORAATORIES

BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD -
NY ELAP# 11993 Philadelphia, PA Lab Code: 101032-D

PCM, PLM, TEM & LEAD Web: http://www.battaenv.com

E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

b1 gr000t®

Report#: RP25082304
Project Number: 250823003
Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025
Project Location: 823 South 4th St. Milwaukee, WI Sampled By: Client
Analyte Requested: Lead Date Received: 08/23/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/23/2025
Matrix: Wipe Date Report Issued: 08/23/2025
i Reporting
Lab Client . . Sampled o
Sample Description Sample Location Hg / sample Ho/ft2 Limit
Sample # Sample ID Area (ft2) (hg/sample)
2508230030 g19F Room 019 Fir. 1.00 <5 <5 5
2 D e iy Corridor G-2 North Fir. 1.00 16.00 16.00 5
38 2NF
b e ) Corridor G-2 South Fir. 1.00 33.00 33.00 5
39 2SF
20025003 DgCoRTS Corridor G-1 South Fir. 1.00 <5 <5 5
40 1SF
2508230030 go1EF Room 001E Fir. 1.00 <5 <5 5
250823003.0 " go9eF Room 009B Fir. 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report mus be reproduced without the
written approval of BATTA Laboratories.

N.

Page 7 of 8



Dedicated to a Cleaner
Environment Since 1982 a \ a
LARORATORIES

BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way 960 oo
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD -
NY ELAP# 11993 Philadelphia, PA Lab Code: 101032-D

PCM, PLM, TEM & LEAD Web: http:/iwww.battaenv.com

E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

Report#: RP25082304
Project Number: 250823003
Project Name: The Sigma Group, Inc. Date Sampled: 08/22/2025
Project Location: 823 South 4th St. Milwaukee, Wi Sampled By: Client
Analyte Requested: Lead Date Received: 08/23/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/23/2025
Matrix: Wipe Date Report Issued: 08/23/2025
. Reporting
Lab Client e Sampled -
Sample Description Sample Location g / sample ug/ft2 Limit
Sample# Sample ID Area (ft2) (Hg/sample)
2508230030 go3r Room 003 Fir. 1.00 <5 <5 5
2508230030 go4r Room 004 Fir. 1.00 7.30 7.30 5
2508230030 g0agrF Room 0048 Fir. 1.00 26.00 26.00 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sg ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must npt be reproduced without the
written approval of BATTA Laboratories.

Batta Lab strives on customer feedback to improve the quality of our services. Please e-mail your feedback to feed

Analyst: Sarah Hopkins End of Report QA/QC BY:

N.C. Rattd/A, Lewis (QA/QC Officer)

Page 8 of 8



NVLAP: 101032
Corporate Headquarters AIHA LAP, LLC: 100448
a a 6 Garfield Way NY ELAP: 11983
Newark, DE. 19713 EPA Lab: DE004
—— L ABORATORIES MD Lab: 263
® Ph: (855) 86-BATTA  Email: Battalaboratories@battaenv.com Somzone i
mv&& Fx: (302) 737-5764  Web: https://battaenv.com 01004 ooyt o oo oyt Page I or S

Lab Code: 101032-0

CHAIN OF CUSTODY BL Project # : Q\OSLQ(S-

Turnaround Times
(check one, refer to notes™)

Customer Billing Information: Shipping Information Method of Payment

: 1 6-12 Hours / Rush ("Note 1) "% O cash
Billing Address 1: | ) 2 J{' ) | , ’ﬂa g ‘}\ O 24 Hours (*Note 2) gz O visa/MasterCard/Discover
s ), [pinly, U G3222| rommars |G e 0o [ wemons
Phone: £\ - L) 1-4793 X Shipped by)::ustomer O sDays (*Note 5) &/Purchase Sident,
Email:‘\mﬁ///«@.l{v Slemalaren - Ceol o ¢~\/W 4;3 mA ém/f O 10Days (*Note 6) Check #
Resuls To: by oo D M B W Wi @ (2w} s LM e

Unit Price/Quote

* Notes Regarding Turnaround Times (TATS)
Specific TATs 9 %%Zm 3

pend on the test req d. TATs may not be available for all types of analysis.

. Total Payment
*Note 1: Client must make arangements with lab to guarantee 6-12 Hour/RUSH TAT - Call (855)-862-2682 *Note 4: Unless a specific time is requested, results are guaranteed by Spm on the 3nd business day Y

*Note 2 Unless a specific time is requested, results are guaranteed by 5pm on the following business day.  Note 5: Unless a specific time is requested, results are guaranteed by 5pm on the 5th business day
*Note 3 Unless a specific time 1s requested, results are guaranteed by 5pm on the 2nd business day Note 6 Unless a specific time is requested. results are guaranteed by 5pm on the 10th business day

Client Project Information

o|oaoa

Reference #:

\, > M . If solid w willyesults be used for disposal in
Project Name: V | 2A | Project Location: NJ? W m vesO nNoll | Prolect#: sigma Sampled By:
— 3 Were the samples collected in New York state? #24270 & N ,/
8 <choo 223 Sookh US4 Al wi CoeeE N'T
Sample Information
Sampling Info for Air /Surface Samples Laboratory Use Onl
Lab Use - Sampling - Sample | Test y
Only Field Sample ID# | Sample Location & Description Date & Time Wl.dth Ier?gth area area Type | Method Saie of
(in) (in) (in?) (feet?) Results Analysis Analyst
O\ [Corr3-2LSE [ coctidar 3-2 sovth Flose  8/32/15 1ol (2 | 12 ] dust wipe LA [
02 |Car(3-) SP | corridor 3 SothFrwooc | | [Ugepm |12 | /R { e
O)R  leott3-\ NF | eoptidef d4 Nofh Flosc 12:66pm | 22 |12 | dust wipe
OX X9 < Room 039 sill l:o5ptm | 5 24 L dust wipe
f“) S D9 F ko& pM 12 12 ] dust wipe
O _ORRE Floos VI 12gm | /2 |72 ! dust wipe
Q7 [0S2F Room 032 Floor [/5pm|/2 | /2 [ dust wipe
OR NDI2. € Room 032 Sill Jid /5:9'" v [32 { dust wipe
A ONS Rpem 03] il L2om |5 129 ] dust wipe
OO 52 t _m o3\ Flool ~ [:23pm | / [ 2 l dust wipe
=4 i) }
Special Instructions From Client: ; Laboratory Use Only
o il o
L d-in by: Log-in Date: Date:
Sample Relinquished By: sz /M”um Date:g /ﬂ/ ?él- Time: g: /ﬂ{p Mogge noy 99-in Sate ate Field Samples AcceptableB/Yes CIno Ll oniice
- : + i —u T ] M H Sample #:
Sample Received By: SH Date: %/23 T"“e'?Bo I ‘5 %/2 —5 \\BO Sample Condition:
For drinking water samples: for results to be valid, lab must receive samples on ice and within 48 hours of collection. For air For solid waste samples: Before solid waste materials such as soil, ash, sludge, dredge spoils, etc. are disposed
samples collected by NIOSH 7400 and 7402: in accordance with these NIOSH methods, two field blanks. (or 10% of the number of in New Jersey, they must undergo analysis following TCLP protocol. BATTA Labs is not responsible for waste
field samples submitted, whichever is greater) must be submitted and be analyzed with field samples disposal misrepresentations on this document. Document Control ltem AMS

REV: 240117



- batta

LABORATORIES

Corporate Headquarters
6 Garfield Way
Newark, DE. 19713

NVLAP:

NY ELAP:
EPA Lab:
MD Lab:

101032

AIHA LAP, LLC: 100448

11983
DE004
263

NVIAD

Lab Code: 101032-0

Customer Billing Information:

Ph: (855) 86-BATTA  Email: BattaLaboratories@battaenv.com
Fx: (302) 737-5764  Web: https://battaenv.com

CHAIN OF CUSTODY

—_ ; Turnaround Times
Shipping Information (check one, refer to notes™)

tap D ‘W.A\

Page 2 ofi
BL Project # : R\QBD ( S'

Method of Payment

* Notes Regarding Turnaround Times (TATSs)
Specific TATs depend on the test requested. TATs may not be available for all types of analysis
*Note 1: Client must make arangements with (b to guarantee 6-12 Hour/RUSH TAT - Call (855)-862-2882 *Note 4. Unless a specific time is requested, resulls are guaranteed by 5pm on the 3nd business day

Name: O 6-12 Hours / Rush (*Note 1) O} cash
Billing Address 1: O 24 Hours (*Note 2) O visa/MasterCard/Discover
Billing Address 2: O Pickedupby BATTA | [J 48 Hours ot %) O Money Order
. O Delivered by customer | [ 72 Hours (*Note 4)
Gnone: [0 shipped by customer O 5Days (*Note 5) 0] Purchase Order #
Email: 1 10Days (*Note 6) O Check#
Results To: O other
O
O
d

*Note 2 Unless a specific ime is requested, results are guaranteed by 5pm on the following business day
*Note 3: Unless a specific tme is requested, results are guaranteed by 5pm on the 2nd business day

Unit Price/Quote

2S0R23CDS

Total Payment

*Note 5 Unless a specific time s requested, results are guaranteed by 5pm on the 5th business day

*Note 6: Unless a specific time is requested. results are guaranteed by 5pm on the 10th business day Reference #:

Client Project Information

If solid waste, will resuits be used for disposal in
Project Name: Project Location: NI? YvesO0 NoCl | Prolect# sigma Sampled By:
Were the samples collected in New York state? #24270
YesO No{
Sample Information
Sampling Info for Air /Surface Samples Laboratory Use Only
Lagnlljyse Field Sample ID# | Sample Location & Description thaems? I':'?rgle wi'dth Ier?gth area area S;;:)pele MZ::(t)d T
(in) (in) {in?) (feet?) Resuits Analysis Analyst
l \ O §3 $_ Room 03D SN Bha/25 113\ 9 /é ! dust wipe
2 O3 F Rosm ©33 Floof Y ANE: /2 { dust wipe
(3 Cost 2-1sF [ co™doc 2-1 Soukn Floof byyom | 12 /2 ] dust wipe
N Coct2-LsSE |Cotfigot 2-2 South Elosc I*{Si’m /e [ | dust wipe
4 < Cof ¢ l‘_%_uf AR oS 2-2 North Floec 1:489m J /2 - dust wipe
( ,G 03—5 S Rm"\ 025 sill l-“Sz.lom 7 2\ l.02 dust wipe
(7 025 F Rotw 625 Floor sapm [(2 12 1 dust wipe
(D a ')3_2{3 E Room 0298 Fleer 2i03m| j2.  |/2 ] dust wipe
' g S O23 S Epom 023 Sil ;. 2: “_F_,., o | /5 1.0 | dustwipe
20 OZ3 F [Rom 023 Floot [ 2:06pm 12 | )2 ] dust wipe
Special Instructions From Client: Laboratory Use Only
Sample Relinquished By: X Date: Time: Loggedinby: | Log-n Date: | Date: Field Samples Acceptable 0 ves (I o O on 1ce
Sample Received By: sH Date:f/? ? TImﬁBO :::::: ?::ondition:

For drinking water samples: for results to be valid, lab must receive samples on ice and within 48 hours of collection. For air
samples collected by NIOSH 7400 and 7402: in accordance with these NIOSH methods, two field blanks. (or 10% of the number of
field samples submitted, whichever is greater) must be submitted and be analyzed with field samples

REV: 24-01-17

For solid waste samples: Before solid waste materials such as soil, ash, sludge, dredge spoils, etc. are disposed
in New Jersey, they must undergo analysis following TCLP protocol. BATTA Labs is not responsible for waste
disposal misrepresentations on this document. Document Control ltem AMS



Corporate Headquarters
6 Garfield Way
Newark, DE. 19713

- batta

LABORATORIES

NV AD

Lab Code: 101032-0

Ph: (855) 86-BATTA Email: BattalLaboratories@battaenv.com
Web: https://battaenv.com

CHAIN OF CUSTODY

Fx: (302) 737-5764

Customer Billing Information:

~ i
e
95t 4 1004

Turnaround Times
(check one, refer to notes™)

Shipping Information

I T NVLAP: 101032
I TITR, AIHA LAP, LLC: 100448
//_\""b & NY ELAP: 11993

(4%  EPALab: DE004
Qe MD Lab: 263
Ceagpnies 7 .
0yt Page 3 of 5]

BL Project # : %S! !22=| S

Method of Payment

*Note 3. Unless a specific time is requested, results are guaranteed by Spm on the 2nd business day

*Note 8. Unless a specific tme is requested, results are guaranteed by 5pm on the 10th business day

Client Project Information

Name: O 6-12 Hours / Rush (*Note 1) O cash
Billing Address 1: 0O 24 Hours ("Note 2) O visaMasterCard/Discover
Billing Address 2: O Picked up by BATTA [0 48 Hours (*Note 3) O Money Order

O3 Delivered by customer | (1 72 Hours (*Note 4)
Phone: O Shipped by customer | [J 5 Days (*Note 5) [ Purchase Order #
Email: O 10 Days (*Note 6) O check#
Results To: 0 other
* Notes Regarding Turnaround Times (TATS) 3 (Z‘) 1 unit Price/Quote
Specific TATs depend on the test requested. TATs may not be available for all types of analysis ZS ©$2 3 D Total P t
*Note 1. Client must make amangements with lab to guarantee 6-12 Hour/RUSH TAT - Call (855)-862-2882 "Note 4: Unless a specific ime Is requested, results are guaranteed by Spm on the 3nd business day el Al
“Note 2. Unless a specific time is requested, results are guaranteed by 5pm on the following business day, “Note 5. Unless a specific time is requested, sesults are guaranteed by Spm on the 5th business day O Reference #

If solid waste, will results be used for disposal in
Project Name: Project Location: NJ? YesO nNoO | Proiect#: sigma Sampled By:
Were the samples collected in New York state? #24270
YesO No
Sample Information
LU 2 ! Sampling Info for Air /Surface Samples . | 2 Laboratory Use Only
aonlyse Field Sample ID# | Sample Location & Description Da:emg T?I%G width J|llength]|| area area $;r:);;e M e‘tg:;d DTGt
(in) (in) {in?) (feet?) Results Analysis Analyst

2\ 62l S Roow 02\  8&i)) (8/28)25 215 % |27% 1 dust wipe

22 o2 € Room 02\ Flooc 2 j5pm /2 12 [ | dustwipe

23 1 02aS Reoam 0629 S/ 2:9pm| 5 | 29 | dust wipe

24 o29 F Raem 929 Flooc 2:qom| 12 |72 { dust wipe

z< CDT(‘ \A SF Cottidor |4 Suth C 2: 57-#“ 2 (2 1 dust wipe

27, [Cocc\-LSE [Coreidor 1-2 st biwc | | 2:3a0m 12 |12 : dust wipe

27 \Loct\-2 NF ams;?or -2 North Floos mpﬂ_ 72 ] dust wipe

2% QIS oil 2igoon| 5 |29 | dust wipe

29 OIE_F Room Q[&._ Flooc Leopm| |2 !g { dust wipe

26 OB F Room off Flooc 1 5'-°°§m 12 [z ( dust wipe
Special Instructions From Client: Laboratory Use Only
Sample Relinquished By: X Date: Time: e e Field Samples Acceptable O ves (d no O onice
Sample Received By: SH 03'318 /73 T'"“-‘ﬁ?)o 2:2';:2 :‘::ondition:

For drinking water samples: for results to be valid, lab must receive samples on ice and within 48 hours of collection. For air
samples collected by NIOSH 7400 and 7402: in accordance with these NIOSH methods, two field blanks. (or 10% of the number of

field samples submitted, whichever is greater) must be submitted and be analyzed with field samples
REV: 24-01-17

For solid waste samples: Before solid waste materials such as soil, ash, sludge, dredge spoils, etc. are disposed
in New Jersey, they must undergo analysis following TCLP protocol. BATTA Labs is not responsible for waste
disposal misrepresentations on this document. Document Control item AMS




Corporate Headquarters
6 Garfield Way
Newark, DE. 19713

- batta

LABORATORIES

NVIAD

Lab Code: 101032-0

Ph: (855) 86-BATTA Email: BattalLaboratories@battaenv.com
Fx: (302) 737-5764  Web: https://battaenv.com

CHAIN OF CUSTODY

Turnaround Times
(check one, refer to notes™)

“0p , 10on*® b 1p ¢ 1008°

9 1n, 100t

Customer Billing Information: Shipping Information

NVLAP: 101032
AIHA LAP, LLC: 100448
NY ELAP: 11993
EPA Lab: DEO004
MD Lab: 263

e 10 4 1004*°

Page_iofi_
BL Project # : Q \022 L S

Method of Payment

*Note & Unless a specific time is requested, results are guaranteed by Spm on the 10th business day

*Note 3. Unless a specific time is requested, results are guaranteed by 5pm on the 2nd business day

Client Project Information

Name: [0 6-12 Hours / Rush (*Note 1) O cash
Billing Address 1: O 24 Hours (*Note 2) [J visa/MasterCard/Discover
Billing Address 2: O Picked up by BATTA [0 48 Hours (*Note 3) [0 Money Order

O Delivered by customer | [J 72 Hours (*Note 4)
Phone: D) Shipped by customer | I 5 Days (*Note 5) O Purchase Order #
Email: O 10 Days (*Note 6) O cCheck#
Results To: O other
* Notes Regarding Turnaround Times (TATs) O&ZB@?) [ unit Price/Quote
Specific TATs depend on the test requested. TATs may not be available for all types of analysis Z—§ D Total Payment
*Note 1° Client must make arangements with lab to guarantee 6-12 Hour/RUSH TAT - Call (855)-862-2882 *Note 4: Unless a specific time is requested, results are guaranteed by Spm on the 3nd business day. :
“Note 2. Unless a specific time is requested, results are guaranteed by 5pm on the following business day. “Note 5. Unless a specific time is requested, resuits are guaranteed by 5pm on the 5th business day O Reference #:

1 If solid waste, will results be used for disposal in
Project Name: Project Location: NJ? YesO No[J | Project#: Sigma Sampled By:
Were the samples collected in New York state? #24270
Yes O No
Sample information
Sampling Info for Air /Surface Samples Laboratory Use Only
L%’n?;e Field Sample ID# | Sample Location & Description Dgtaems? I.:.?g S wi'dth Ier'lgth area area s:_;r'n);:e MI::;d o]
(in) (in) (in?) (feet?) Results Analysis Analyst
=N o\l S Room oWV Sil) B/22/55 3.00 5 29 ! dust wipe
232 6l10C F Room O\OC Floev Rlo7pn| 2 1> ! dust wipe
B2 |0lo £ Room 0J0 Floee 3w (2 |2 ] dust wipe
24 oo S m oo Sil) igpm | T | [. o4 dust wipe
2SO S Roem OL0C S 3iotpm |5 29 4 dust wipe
3’4' Ql‘i L7 @om ore S} dlidlen (5 27 ' i dust wipe
2] |09 F Room ofy Fleor Yaipm| (2| 72 / dust wipe
2% | Coaec@-2 NF | Copeidoe Ga-2 Norh Floc| 13:32pm | |2 | (2 ! dust wipe
37 [ CocG-25F | Cactidoc -2 DuthHose | |3:33pm | 1z | /2 U AR
Yo | Core @) SE | Cortidoc G-l SuthFlesr | w>:3%pm[ 12 | /2 / dust wipe
Special Instructions From Client: Laboratory Use Only
Sample Relinquished By: X Date: Time: Loggedinby: | Login Date: | Date: Field Samples Acceptable [ Yes (1 No [J on 1ce
Sample Received By: SH [ [2> | 30D o

For drinking water samples: for results to be valid, lab must receive samples on ice and within 48 hours of collection. For air
samples collected by NIOSH 7400 and 7402: in accordance with these NIOSH methods, two field blanks. (of 10% of the number of
field samples submitted, whichever is greater) must be submitted and be analyzed with field samples

REV: 24-01-17

For solid waste samples: Before solid waste materials such as soil, ash, sludge, dredge spoils, efc. are disposed
in New Jersey, they must undergo analysis following TCLP protocol. BATTA Labs is not responsible for waste
disposal misrepresentations on this document. Document Control Item AMS5




Corporate Headquarters
6 Garfield Way
Newark, DE. 19713

‘batta

LABORATORIES

NVIRS

Lab Code: 101032-0

4
et
o 1p 4 yaost®

Ph: (855) 86-BATTA Email: BattalLaboratories@battaenv.com
Fx: (302) 737-5764  Web: hitps:/battaenv.com

CHAIN OF CUSTODY

Turnaround Times
(check one, refer to notes™)

G61p ¢ yoou®

b1 4 1008t

Customer Billing Information: hipping Information

oy 7§
N 2
Ceng o

Lot 1p 4 10088

HE S, NVLAP: 101032

x ) m‘"s 2 AIHA LAP, LLC: 100448
{ f’\ NY ELAP: 11993
2| EPA Lab: DE004
MD Lab: 263

Page‘s_of _i

BL Project # : Q\Q 22 (S

Method of Payment

* Notes Regarding Turnaround Times (TATs)

Specific TATs depend on the test ted. TATS may not be available for all types of analysis 2 _S— O &2 E 3

“Note 1: Client must make arrangements with lab to guarantee 6-12 Hour/RUSH TAT - Call (855)-862-2882 *Note 4. Unless a specific time is requested, results are guaranteed by 5pm on the 3nd business day

q

Unit Price/Quote

Total Payment

*Note 2 Unless a specific time is requested, results are guaranteed by 5pm on the following business day
*Note 3. Unless a specific time is requested, results are guaranteed by 5pm on the 2nd business day

Name: O 6-12 Hours / Rush ("Note 1) O cash
Billing Address 1: O 24 Hours (*Note 2) [J visa/MasterCard/Discover
Billing Address 2: O Picked up by BATTA | 1 48 Hours (*Note 3) [0 Money Order
O Delivered by customer | [ 72 Hours (*Note 4)
FUELS [0 shipped by customer | [J & Days (*Note 5) OJ_Purchase Order #
Email: O 10Days {*Note 6) O check#
Results To: O other
O
O
O

*Note 5 Unless a specific time is requested, results are guaranteed by 5pm on the 5th business day

*Note 6 Unless a specific time is requested, results are guaranteed by 5pm on the 10th business day Reference #:

Client Project Information

If solid waste, will results be used for disposal in
Project Name: Project Location: NJ? YesO No[lJ | Project#: Sigma Sampled By:
Were the samples collected in New York state? #24270
YesOO No{d
Sample Information
Sampling Info for Air /Surface Samples DT aC
Lab Use s Sampling - | Sample Test
Only Field Sample ID# | Sample Location & Description Date & Time Wl.dth Ier.wgth area area Type Method G
(in) __(ln) (in?) (feet?) | Results Analysis Analyst
X\ OOLE E | Room 01E Floor g@g 345 A EE | dust wipe
N2 QOB F | Room 2078 /[/eor /s vom || |2 dustwipe
N3 Q03 F Room 3 [ Joer 38pm | 2| |2 dust wipe
Hq oou F Room ooy [leoc 3594 17 1 [ dust wipe
L& wl{-g -~ Room 00418 Fleoc 45 pm Iz | 1 | dust wipe
N ; dust wipe
dust wipe
dust wipe
dust wipe
W dust wipe
Special Instructions From Client: Laboratory Use Only
L d-in by: Log-in Date: Date:
Sample Relinquished By: X Date: [ims; eggesndy egrinbete e Field Samples Acceptable [ Yes [ No [J on 1ce
Sample Received By: $H Date: gfzz T'mquo 2:2:::: :‘::ondition:

For drinking water samples: for results to be valid, lab must receive samples on ice and within 48 hours of collection. For air
samples collected by NIOSH 7400 and 7402: in accordance with these NIOSH methods, two field blanks. (or 10% of the number of
field samples submitted, whichever is greater) must be submitted and be analyzed with field samples.

REV: 24-01-17

For solid waste samples: Before solid waste materials such as soil, ash, sludge, dredge spoils, etc. are disposed
in New Jersey, they must undergo analysis following TCLP protocol. BATTA Labs is not responsible for waste
disposal misrepresentations on this document. Document Control item AM5



Dedicated to a Cleaner
Environment Since 1982

batta

LABORATDRIES
BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way

Newark, DE 19713-5817

Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD -
Philadelphia, PA

Web: hitp:/www.battaenv.com
E-mail: battaenv@battaenv.com

NY ELAP# 11993
PCM, PLM, TEM & LEAD

REPORT OF ANALYSIS

O AR A
RP25082732

EPA Lab (D #DE004

NviAD

Lab Code: 101032-D

Report#: RP25082732
Project Number: 250827012
Project Name: The Sigma Group, Inc. Date Sampled: 08/26/2025
Project Location:  VIEAU - 823 S Fourth St Milwaukee, Wl 53204 Sampled By: Client
Analyte Requested: Lead Date Received: 08/27/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/27/2025
Matrix: Wipe Date Report Issued: 08/27/2025
i Reporting
Lab Client . . Sampled A
Sample Description Sample Location ug / sample ug/ft2 Limit
Sample# Sample D Area (ft2) (ng/sample)
209270120 CORR G- Corridor G-25 Fir. 1.00 6.20 6.20 5
01 25F
2508270120 goapr Room 004B Fir 1.00 39.00 39.00 5
2508270120 009 Room 009 Fir. 1.00 <5 <5 5
e o ey Corridor G-2N Fir. 1.00 8.30 8.30 5
4 NF
2508270120 g10cF Room 010C Fir. 1.00 13.00 13.00 5
2508200120 g14F Room 011 Fir. 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must not be reproduced without the

written approval of BATTA Laboratories.

Batta Lab strives on customer feedback to improve the quality of our services. Please e-mail your feedback to feedback@battaenv.com.

Analyst: Sarah Hopkins

QA/IQC BY: —d. =4 — =

End of Report

N.C. Batta/A. Lewis (QA/QC Officer)

Page 1 of 3



Dedicated to a Cleaner

Environment Since 1982

NY ELAP# 11993
PCM, PLM, TEM & LEAD

YNNI O D
RP25082732

batta

LABORATORIES

BATTA LABORATORIES, LLC
Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764
Newark, DE - Columbia, MD -
Philadelphia, PA

Web: http://www battaenv.com
E-mail: battaenv@battaenv.com

Lab Code: 101032-D

REPORT OF ANALYSIS

Report#: RP25082732
Project Number: 250827012
Project Name: The Sigma Group, Inc. Date Sampled: 08/26/2025
Project Location:  VIEAU - 823 S Fourth St Milwaukee, WI 53204 Sampled By: Client
Analyte Requested: Lead Date Received: 08/27/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/27/2025
Matrix: Wipe Date Report Issued: 08/27/2025
. Reporting
Lab Client L . Sampled S
Sample Description Sample Location ug / sample ug/ft2 Limit
Sample# Sample ID Area (ft2) (Mglsample)
2008270120 p13F Room 013 Fir. 1.00 <5 <5 5
250827012,0 CORR 12 Corridor 1-25 Fir. 1.00 14.00 14.00 5
08 SF
250827012.0 CORR 2-1 Corridor 2-1 Fir 1.00 12.00 12.00 5
09 SF
2508270120 ga7¢ Room 027 Fir 1.00 7.20 7.20 5
2008270120 g24r Room 024 Fir. 1.00 5.10 5.10 5
2508270120 gogr Room 028 Fir. 1.00 <5 < 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality contro! results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 5. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq fi, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must not be reproduced without the

written approval of BATTA Laboratories.

Batta Lab strives on customer feedback to improve the quality of our services. Please e-mail your feedback to feedback@battaenv.com.

Analyst: Sarah Hopkins End of Report

Page 2 of 3

QA/QC BY: —d. . = — =

N.C. Batta/A. Lewis (QA/QC Officer)




Dedicated to a Cleaner
Environment Since 1982

.|.fl_;;:1:u|'i|

NY ELAP# 11993
PCM, PLM, TEM & LEAD

(RO A0 00 0
RP25082732

EPA Lab ID #DE004
batta Y .. . =N

LABORATORIES
BATTA LABORATORIES, LLC

Delaware Industrial Park,6 Garfield Way
Newark, DE 19713-5817
Tel. (302)737-3376 Fax (302)-737-5764

Newark, DE - Columbia, MD - b )
Philadelphia, PA tab Code: 101032-D

Web: http://www battaenv.com
E-mail: battaenv@battaenv.com

REPORT OF ANALYSIS

Report#: RP25082732
Project Number: 250827012
Project Name: The Sigma Group, Inc. Date Sampled: 08/26/2025
Project Location:  VIEAU - 823 S Fourth St Milwaukee, WI 53204 Sampled By: Client
Analyte Requested: Lead Date Received: 08/27/2025
Method Test Method: NIOSH 9100 / NIOSH 7082 Date Analyzed: 08/27/2025
Matrix: Wipe Date Report Issued: 08/27/2025
. Reporting
Lab Client L . Sampled e
Sample Description Sample Location ug / sample Hg/ft2 Limit
Sample # Sample ID Area (ft2) (g/sample)
2508270120 g33r Fir 1.00 36.00 36.00 5
2508270120 932¢ Fir 1.00 <5 <5 5
2508270120 g31F Fir 1.00 <5 <5 5
2508270120 g30r Fir 1.00 <5 <5 5

Note: 1. Blank values were not subtracted from reported sample values; 2. Quality control results in this report are acceptable; 3. Results relate only to the items
tested; 4. Batta Laboratories, Inc. is not responsible for sample collection, nor interpretations made by others; and 6. This report does not constitute
endorsement by AIHA LAP, LLC., NVLAP and/or any other U.S. governmental agencies; 6. Lab results/calculations are reported in 2 significant figures. Clients
data/measurements are reported as they were submitted; 7. EPA guidelines for clearance lead wipes have been set at the following levels: Floors not to exceed
10 ug/sq ft, window sills not to exceed 100 ug/sq ft, and window troughs not to exceed 400 ug/sq ft. Samples received in acceptable condition unless otherwise
noted. 8. Clearance guidelines for OLHCHH, LBPHC and LHRD Grantees are set at the following levels: Floors not to exceed 10ug/sq ft, window sills not to
exceed 100ug/sq ft, window troughs not to exceed 100ug/sq ft and porch floors not to exceed 40ug/sq ft. Samples received in acceptable condition unless
otherwise noted. 9. Composite wipes are not covered by AIHA ELLAP under NLLAP Accreditation Program. 10. This report must not be reproduced without the

written approval of BATTA Laboratories.

Batta Lab strives on customer feedback to improve the quality of our services. Please e-mail your feedback to feedback@battaenv.com.

Analyst: Sarah Hopkins

End of Report QAIQCBY: —{. = — >
N.C. Batta/A. Lewis (QA/QC Officer)

Page 3 of 3



Corporate Headquarters
6 Garfield Way
Newark, DE. 19713

batta

LABORATORIES

NVIAD

Lab Code: 101032-0

Fx: (302) 737-5764  Web: https://battaenv.com

Cystomer Billing!Information:

Ph: (855) 86-BATTA Email: BattaLaboratories@battaenv.com

_ CHAIN OF CUSTODY_

Shipping Infarmation

NVLAP: 101032
AIHA LAP, LLC: 100448
NY ELAP: 11993
EPA Lab: DE004
MD Lab: 263

“as1p g ront® 45 1p g 1000®

Page _Lof &
BL Project # : [ |( 221

Method of Payment

Name: S e Clop P ; g\e-m Hours / Rush (*Note 1) L cash
Billing Address 1: ‘}300 (-'L)L CCI A { S"}' 24 Hours (*Note 2) O visa/MasterCard/Discover

= : Iy e 0 Picked up by BATTA O 48 Hours (*Note 3
Billing Address 2: /1/1 e /@Q ) (/Jz 5)} 273 i p by i ) 1 Money Order

. 7 Delivered by customer | [J 72 Hours (*Note 4)

Phone: A [¢f-£4 3-Y30 O Shipped by customer | [ 5Days &  (*Note5) 01 Purchase Order #
Email: &é(ﬂlf hm@h:lm-ul—et, /(ﬁ[‘_;, % O 10Days 7%\ (*Note 6) [J check #
ResutsTo: (L 2 Reire / > O other
* Notes Regarding Turmaround Times (TATS) . 1 unit Price/Quote
Speclfic TATs depend on the test req d. TATs may not be avallable for all types of analysis. 25082 7 O \2 D
*Note 1: Client must make g ts with lab to gt 6-12 Hour/RUSH TAT - Call (855)-862-2882 *Note 4: Unless a specific time Is ted, results are gt d by Spm on the 3nd business day. Hodineayment
“Note 2: Unless a specific time Is requested, results are guarantsed by 5pm on the following business day. *Note 5. Unless a spacific time Is requested, resulls are g dby Spmon the Sthbusiness day. | ] p ¢ #*
“Note 3 Unless a specific time is requested, resulls are guarantead by Spm on the 2nd business day. *Note 6: Unless a specific time is requested, results are guaranteed by Spm on the 10th business day. eterence #.

If solid waste, will results be used for disposal in

Project Name: NJ? YesO nNo[D | Projecti#: Sampled By:
LZ P ﬂ{ C [ e f‘ /» 6”[ e W ere the samples collected lnyEE‘EYom hsé%? a5 o 0{‘9‘—\/5 )
Lab Use Sampling SamP"ﬂgln forar sy Sample Test Laboratory Use Only
Only Field Sample ID# | Sample Location & Description Date & Time : ?f,:’: AL Type Method B o
i : o s Results Analysis Analyst
o0V [COeP G-z (o -25 —26—2@( 25 /2= [SiH
002 oo BF pun. OO |
00> Oeq : (_(?OLM o g e
O+ |[CoRE & 20F (CORE (-
(s | OIOCE EcoM_IoC || \2228P
Qo | N F RPopoM Ol \ '
[60)) £21 LA & %
R [ COEK2IF covr|-2.6
/ Tilerma
A Y/
Speciat Instructions From CIifnt: Laboratory Use Only
Sample Relinquished By: XW% llg !l\/\ g anrt Pf Date: ﬁ)?é@( Time: ?: Logged-In by: Lo;l;Dazt; pate: . Field Samples Acceptable Ms One Onlce
Sample Received By: m °='°=8)Z7 ts ""‘°=3 fq m 8} l ‘5 "" :::‘g:: ’(‘::ondnlon:

For drinking water samples: for results to be valid, lab must receive samples on ice and within 48 hours of collection. For air

samples collected by NIOSH 7400 and 7402: in accordance with these NIOSH methods, two field blanks. (or 10% of the number of

field samples submitted, whichever is greater) must be submitted and be analyzed with field samples.
REV: 24-01-17

For solid waste samples: Before solid waste materials such as soil, ash, sludge, dredge spoils, elc. are disposed
in New Jersey, they must undergo analysis following TCLP protocol. BATTA Labs is not responsible for waste
disposal misrepresentations on this document. Document Control Item AMS

3



Corporate Headquarters
6 Garfield Way
Newark, DE. 19713

batta

LABORATORIES

NVIAD

Lab Code: 101032-0

Fx: (302) 737-5764 Web: https://battaenv.com

Customer Billing Information:

Shipping Info

Ph: (855) 86-BATTA Email: Battal aboratories@battaenv.com

CHAIN OF CUSTOD

NVLAP: 101032
AIHA LAP, LLC: 100448

NY ELAP: 11993
EPA Lab: DEO004
MD Lab: 263

“oipy 10t Qb1 g 1o0n® 44819 4 yoous®

Page 2 of é
BL Project#: [ |2 215

Method of Payment

2

Tu

Name: [ 6-12 Hours / Rush (*Note 1) [ cash
Billing Address 1: O 24 Hours (*Note 2) [ visa/MasterCard/Discover
Billing Address 2: D) Picked up by BATTA [ 48 Hours (iote:2) 0 Money Order

O Delivered by customer | [1 72 Hours (*Note 4)
Phone: [0 Shipped by customer O 5Days (*Note 5) O Purchase Order #
Email: 0O 10Days (*Note 6) O check#
Results To: [ other
* Notes Regarding Turnaround Times (TATs) I unit Price/Quote
Specific TATs depend on the test requested. TATs may not be avallable for all types of analysis. 2 8082 7 O\ 2 D Total P t
*Note 1: Client must make ts with lab to g 6-12 Hour/RUSH TAT - Call (855)-862-2882 ':o:: g: mess a speg:c &: :s requested, resug: are guaranteed :y gpm on tmhe 2:1: business day. 2ymen
E . 54 lowing busii day. °‘Note §: Unless a specific s req d, results are d by 5pm on the 5th business day. B
,:2:: g 3:::: : :::‘;2: :::: :: :::::::' ::::: g gm::: :;I 522 z: m: f;n“d b:sgin:; ::,s Y +Note & Unless a specific time is requested, results are guaranteed by Spm on the 10th business day. [0 Reference #:

Client Project Information

If solid waste, will results be used for disposal in
Project Name: Project Location: YesO NoO | Projecti#: Sampled By:
Were the samples collected in New York state?
No O
Laboratory Use Only
Lab U S li Sample Test
aom;se Field Sample ID# | Sample Location & Description Dataems? Ttl‘r?ie g '?'::; Type Me:ho d — e —
ek GBHNs Analysis alys
R mgg_%iJF 2 2 2625 ) ¢ B2 | SH
Q0 [ OZTF OOM, ©Z7 R e
Oil @z & A 0ZY e
Oz lozsF Al
R oz2FE 1468
0O [@) OpA D0 B2.
O [ oslF REoom o[l \ e
Qb | @az0 Ebou ez | V¥ i
Special Instructions From Client: Laboratory Use Only
Sample Relinquished By: X s T Logged-in by: Log-ln;?;f; ‘085'9 "{ O Field Samples Acceptable Ms OnoOonice
Sample Received By: C)’Y\ Date: & lZ) [ZS Time: 8'. 879 m ‘ESl'Z—l I :::p:: ’é:onditlon:

For drinking water samples: for results to be valid, lab must receive samples on ice and within 48 hours of collection. For air
samples collected by NIOSH 7400 and 7402: in accordance with these NIOSH methods, two field blanks. (or 10% of the number of
field samples submitted, whichever is greater) must be submitted and be analyzed with field samples.

REV: 24-01-17

For solid waste samples: Before solid waste materials such as soll, ash, sludge, dredge spoils, etc. are disposed
in New Jersey, they must undergo analysis following TCLP protocol. BATTA Labs is not responsible for waste
disposal misrepresentations on this document. Document Control Item AMS



APPENDIX C

Floor Plans with All Sample Locations Marked




009. 009A-2 (Upper Part of
_ (afeterk) BO1 Boiler Room)
M R e N B i 009D
006 007 008 | | 008C | e | 008D “—k OO1EP021
(Cafeteria) (Kitchen) (Switch Rm) | [(Fan Room)| | || (Plenum) X 009A—1 009C
l I |
i il | 009B 009A (Office) X
unnel | (Tunnel | N
| | | [] Access) | = Q_u_ N [_oo1EPCI
EXIT 3A Ty o B e O01E
' 008B 008F STAR 5 g 2 (Boys)
\[[[[[srar e | 4=Gi | [ R [ 2 L
3—G1 = STAIR 1-G1
005E 4= X Cox G| sF N Corcta2 SE CORR G—2 —
005D g ' J 001 PASS |
| I ' 1 Py e < I
005B 004BPC2 | T | 004C SZT_A(';Tj B 00387§ I ) - . g\ —
0048 5 T O o, | 09A
" (Girls) |’ 8 77 OOZA 002 I
(@]
- 004BPC1 M _t (hocese x (Media Center & Computer Room)
(Science Room) 004A 004 Panel) 003 002B 001
003D (Parent Center)
*

GRONP FLOOR PLAN

08/22/25

Milwaukee Public Schools
Division of Facilities and Maintenance Services
Milwaukee, Wisconsin 53205-0259

1124 North 11th Street
Phone : 414 283-4600
Fax : 414 283-4682

P.0. BOX 0259

=

Basement Floor
Below)

—FJ(

001D
(Meter Room)

SITE NO- 290 — VIEAU K—& sScHooL

81> SsAUTH FOURTH STREET, MILW., WI. 52204714

DATE: |/22/11




(Ground Floor Below)

08/22/25

(DN to 009D) —\
l

STAIR 5—F1
(UP to 018F)

018C

(Auditorium /Gymnasium)

018D
(Stage)

FIRST FLOOR PLAN

CORR 1-1

014G

014E

O

014

014B

(General

(DN to 009D) /

- 019B

il

(Ground Floor Below)

T T a i T ]

CORR 1-2

[ERER

L]

: 414 283-4800

Milwaukee Public Schools
Division of Facilities and Maintenance Services
Milwaukee, Wisconsin 53205-0259

Phone

1124 North 11th Street

P.0. BOX 0259
Fax : 414 283-4882

=

STAIR
1—F1
XIT 1

I

014

(Principal) Office) g = l EXl__I_

L [
i T 0133 H

N’

&)
= i
o

STAIR 2—F1

013 ‘

-

SITE No: 290 — VIEAU K—% ScHooL

81> SAUTH FARTH STREET, MILW., WI. 52204724

DATE: |o/|/0%

>

NRTH ¢ W 120

O W

SCALE: |" = 20



~

023B

025C

SECOND FLOOR PLAN

1
026A
S ) ]
23 . ?_E:LTLJ )( CORR 2-1
<o
' MR "
025B < 025D | 024D
_ L _|_ S S e
S 025E|024E
N e == e

024C

(Asst Prin)

N=INE

08/22/25

ATTIC 6

ATTIC 6A

(Auditorium Attic)

(Auditorium Attic Access)

STAIR 5—F2
f (DN to O18E)
e i

018F
Y
O ~
[
s
-
o0
|-
()]
a ®
D_\—
o 0O Bl
o~ Nl N
= |g| 029B [®| ©
[¢)]
S 'Sl (o)
1
] | 0O

024A

024

~ 2 <

|

(First Floor
Below)

028A STAIR
’ 4—F2
024C PASS Xcorr 2-2SF
i I
024B STAR |
- 2-F2

023A

023D

><

SITE NO: 290 — VIEAU K—-% ScHoOL
#1% SOUTH FOURTH STREET, MILW., WI. 52204—[724
DATE: l0/\/0®

CORR 2-2

R

022

023C

022A

—]
—

Milwaukee Public Schools
Division of Facilities and Maintenance Services
Milwaukee, Wisconsin 53205-0259

Phone : 414 283-4800
Fax : 414 283-4682

1124 North 11th Street

P.0. BOX 0259

029
<
(] L |
STAIR q (First
Lo loor
1-F2 Below)

NRTH ¢ 10 120
O
SCALE: |" = 10



A327

A328

STAIR
3—F3

i

9%
X coeed?” CORR 3-2

08/22/25

]

THIRD FLOOR PLAN

A324

4 Coce D\ SF
(UP to ATTICS 2-5)

033A

0

STAIR

X 033

SITE NO: 290 — VIEAU K—& sScHoo
&1%2 SUTH FOURTH STREET, MILW. WI. 52204714

DATE: 3/27/|4

o[ [
-0 033873 '-F

033C

CORR 3—1

032

7

032A

Z2=Fd
P

!

[ ]

037 PASS

L

Milwaukee Public Schools
Division of Facilities and Maintenance Services
Milwaukee, Wisconsin 53205-0259

Phone : 414 283-4600
Fax : 414 283-4682

1124 North 11th Street

P.0. BOX 0269

Ipy

STAIR
1-F3

(Second Floor
Below)

NRTH ¢ 10 10

O =

SCALE: |" = 120



08/26/25
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0o01C
CORRG-2NF - Corridor G-2 North - Floor - 16 ug/ft’

CORRG-2SF - Corridor G-2 South- Floor - 33 ug/ft’

004BF - Room 004B - Floor - 26 ng/ft’ NORTH 7 |0, M

SITE NO: 290 — VIEAU K=& scHooL 5
212 sAUTHt FOURTH STREET, MILW., WI. 52204714 SCALE: |" = 10

DATE: |/22/17




08/26/25

2R
gl
O g
"3
AN
A, 8% eg
25 g8y
STAIR 5—F1 o gf 54@
(UP to 016F) G 2 i8
S ugS el
O gedE-3
(Ground Floor Below) i . £ ﬁf“fgﬁ"
CORR1-2SF - Corridor 1-2 South - Floor - 15 ng/ft? (DN to 009D)\ g Adn f&
018E
" (Ground Floor Below) :
I EXIT 4 ey
= (| 018C D R
STAIR (Auditorium /Gymnasium)
016 ol |R 017 NEBE: 018 4—F1 (Stage)
o o ) o
—N (&]
) si— 1 019A g 019
" T o168 [o16a ] ik m”"{— W58
@ I— 018A \\ i -
" W = | N ] O s [ TJ OC
i\ CORR 1—1 |
t | © 1 \ .1- )!;( g‘_ i
& = ol = CORR 1-2 <, =,
= = 014G ! EIl s
- 2] I L I //_ I N 1 7 R A
[T 1 | ] 7 |J—'
= _ﬂx__ = “:,_2 | el — ] O013A 013]15—[[ [ ' | R
014F | © l 010A
S =N O
@ 014-Dl g 012
015 = 014B 014 013 l
014 | (Gonera STAIR 2—F1
rincipal Office) O =
Pl = EXIT 2
]

010CF - Room 010C - Floor - 13 pg/ft*

FIRST FLOOR FLAN

SITE No: 290 — VIEAU K—& ScHooL
#1% SUTH FOURTH STREET, MILW., WI. 52204124
DATE: |o/|/0%




08/26/25

STAIR 5-F2
(DN to 018E)
CORR2-1SF - Corridor 2-1 South - Floor - 13 pg/ft
ATTIC 6
018F
B =
(D)
o
ATTIC BA n? )
m < m (Auditorium Attic) T n
026 N 027 el 028 59
o ' o o ag
\/hC \/ F = | = g 8
023B e o~ Nl N
< |O Sl o
e e i SN 2 I3 2%
026A . = 028A STAR (Auditorium Attic Access) o 'o
; e J ! | 4-F2 [ 1 o N
8~ N, CORR 2—1
3 BT ' CORR 2-2
=3 = ; =
o el 024C PASS : 3 e l
T B2 |/_:— | )] L |
(/)]
025B < 025D|024D 024B |_ ] ) H i
S SR L :"I?EE:J' i} (S X gt 31’}'5 023A X
n 02
Qrel 3 3 022 N 021 =
& N = N S )
025 e 025A | 024C - 024 023
_’J (MC Room) (Asst Prin)
- ’//: (First Floor
Below)

SECOND FLOOR PLAN

SITE NO: 290 — VIEAU K=& ScHoaL
1% SAUTH FOURTH STREET, MILW., WI. 522047114
DATE: lo/|/0%

029

aintenance Services

: 414 283-4800

Fax : 414 283-4682

Milwaukee Public Schools

Division of Facilities and M
1124 North 11th Street
P.0. BOX 0259

Milwaukee, Wisconsin 53205—-0259

Phone

Iy

STAIR

)
020A

020




08/26/25

Maintenance Services
05—-0259

: 414 283-4800

Milwaukee Public Schools
Division of Facilities and
1124 North 11th Street
P.0. BOX 0269
Milwaukee, Wisconsin 532!

Phone

Fax : 414 283-4682

Ipy

A327 A328 A331 o
037 3
034 e -
——13| 038 039
< |3 (Girls) S
N~
M
E
1 ] \L 1 O O |
it [
%El DERR A= 037 PASS 0398 &
= L } <C
Gy I (UP to ATTICS 2-5) GORR A1 s bzl
M M 030A
o O ,
g == =]
3 032 v, N 031 \/ . .
St A326 A324 V8 2 /~ 18 ‘/
ST 033 030 F
2—F3

(Second Floor
Below)

033F - Room 033 - Floor - 13 ug/ft?

NORTH © o 10

THIRD FLOOR PLAN 0 h.-q

SITE No: 290 — VIEAJ K& ScHooL :
213 SOUTH FOURTH STREET, MLW, WI. 53104—[114 SCAE: I = 12
DATE: 2/27/\4




APPENDIX D

Inspectors’ Certificates




5113 N Di

Issued By

LEAD(PB) RISK ASSESSOR

STATE OF WISCONSIN
Dept. of Health Services

Richard Jacob Niemoeller

versey Blvd

Whitefish Bay W1 53217-5546

230 Ibs

511"

LRA-253593 Exp: 06/23/2027

11/10/1966

Training due by: 06/23/2027




Milwaukee Lead/Asbestos Information Center

A Division of. Midwest Certified Training, Inc.
3495 North 124th Street, Brookfield, WI 53005 Phone: 414-481-9070

Jeremiah James Hayes

has successfully passed the required course test and completed all other requirements
for the 16-hour

Lead Inspection Initial Course

OR May 13-14, 2025

In Milwaukee Lead/Asbestos Information Center, 3495 North 124th Street, Brookfield, WI

Course Test Date: _May 14, 2025

Date Course Certificate Issued: May 14, 2025 % %
Expiration Date:  May 14, 2027 Rocky Everly, Training Manager MLAIC
Course Certificate #:  LII25051373264 DCQ Course ID #: 8822

This training course complies with the requirements of and is accredited by the State of Wisconsin, Department of Health Services
under.ch. DHS 163, WI. Admin. Code.



Milwaukee Lead/Asbestos Information Center

A division of Midwest Certified Training, Inc.

5381 North 118th Court, Milwaukee, W1 53225 Phone: 414-481-9070

Jason Mark Drews

has successfully passed the required course test and completed all other requirements
for the 16-hour

Lead Hazard Investigation Initial Course

ON June 20 & 23, 2025 in The Sigma Group, 1300 West Canal Street, Milwaukee, WI 53233 ¢

Course Test Date:  June 23, 2025

Date Course Certificate Issued: _June 23, 2025 7= ; §

Expiration Date: June 23, 2027 Rocky Everly, Training Manager MLAIC

Course Certificate #: _LHII25062073501

DCQ Course ID #: 8811

This training course complies with the requirements of and is accredited by the State of Wisconsin, Department of Health Services
under ch. DHS 163, WI. Admin. Code.
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